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Abstract

The relative permittivity and loss factor frequency dependence in a weak electric field of plasma sprayed perovskite and ilminite
polycrystalline ceramic materials—pure synthetic calcium titanate, as well as magnesium titanate—calcium titanate mixture, were

studied. It was observed that plasma-sprayed titanates exhibit a strong relaxation of permittivity and loss factor decrease when they
are measured in an as-sprayed state. The frequency dependence of the earlier properties is influenced by chemical composition and
spraying parameters, but the relaxation character in general is preserved in all cases. The volume resistivity of the samples in an as-
sprayed as well as subsequently annealed state was studied also. Several aspects of the structural features of plasma deposits and

their possible influence on dielectric properties are discussed.
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1. Introduction

Some particular works on the subject influence of
plasma spraying on dielectric properties of ceramics
have been published [1–4], but there is small amount
of results comparing plasma-sprayed samples with
sintered analogs. It is desirable to select a high-per-
mittivity linear dielectric with a simple character of
dielectric response at normal conditions and at the
time a material whose structure is not influenced by
plasma spraying—neither chemical nor phase composi-
tion. Only with such an arrangement can there be a
positive prospect to gain relevant knowledge about this
topic.
As an example of the earlier described requirements

fulfilling and moreover relatively chemically simple
material, calcium titanate was selected. This material–
synthetic perovskite (CaTiO3) and its mixture with syn-
thetic geikielite (MgTiO3–CaTiO3) were studied by the
authors in recent years. First of all, they were examined
from the point of view of their sprayability, chemical as
well as phase composition, microstructure [5] and
mechanical [5] as well as thermal properties [6]. Addi-
tional work resulted in a basic study of selected dielectric
properties [7].
Dielectric behavior of CaTiO3 is described in sev-

eral comprehensive textbooks [8,9]. It is referred that
its relative permittivity is independent of temperature
in the frequency from 102 to 108 Hz while the con-
stant value is between 115 and 180 in dependence
on chemical purity, sintering conditions and
measurement techniques [8]. In Ref. [9], the graphs
expressing loss factor dependence of frequency are
given. A small drop in the whole frequency range is
reported there in the graphs by one author but an
increase above 105 Hz by another. MgTiO3 is one
dielectric whose dielectric behavior can easily be
controlled by the addition of CaTiO3. An MgTiO3–
CaTiO3 mixture is reported in Ref. [10]; but only its
components are described in detail elsewhere [8,9]. A
mixture of MgTiO3 and CaTiO3, with the ratio
equal to 94:6 wt.% (in this paper the label MCT is
used) has a permittivity independent of temperature
in a wide range of frequencies [8,10]. This material is
used as a low-loss microwave dielectric in a sintered
state.
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2. Experimental

2.1. Materials selection and preparation

Both materials were obtained in the form of tablets of
industrial purity, produced by the sintering of micro-
powders. The synthetic form of perovskite CaTiO3 is
produced by reactive sintering of CaO and TiO2.
CaTiO3 powder used for experiments was sintered
without any additives, normally used for decreasing the
sintering temperature. Tablets were crushed and sieved
into a powder of the correct size for spraying.

2.2. Plasma spraying

The samples were manufactured using a high-
throughput water-stabilized plasma spray system WSP1

(PAL 160, Institute of Plasma Physics, Prague, Czech
Republic) [11]. This system operates at about 160 kW
arc power and can process high amounts of material.
This system can be used to fabricate deposits similar but
not identical to those prepared by means of conventional
atmospheric plasma-spray systems based on gas-stabi-
lized torches [12]. Two spraying distances (SD) 350 and
450 mm were used to spray present samples for observa-
tion of the influence of this parameter on the studied
properties. Spraying distance is one of the main para-
meters that can affect the spraying process—its efficiency
as well as deposit’s character. As substrates flat carbon
steel as well as stainless steel coupons were used. The
feedstock had size 63–125 microns; the powder was fed in
by compressed air through two injectors. The deposited
thickness was about 1 mm for coatings and 2.5 mm for
subsequently stripped deposits. Thick deposits were strip-
ped from the substrate by a releasing agent or by thermal
cycling between approximately +200 and �70 �C.
3. Measurements

3.1. Specimen preparation

The surface of specimens was ground after spraying
to eliminate roughness, which is an inherent property of
plasma sprayed coatings. There exist two types of spe-
cimen. The first one is stripped-out from the substrate
and ground from both sides to produce planparallel
plates with a smooth surface. Such specimens are in
principle monoblock capacitors with dimensions
10�10�1 mm. The second type is a coating on the
metallic substrate. In this type only the topside was
ground. A thin layer of aluminum as the electrode (at
planparallel plates from both sides) was sputtered in
reduced pressure on the ground surface.
Reference specimens were prepared by sintering pre-

viously calcinated powder. Sintering as well as annealing
of plasma-sprayed deposits was carried out in a labora-
tory furnace at different temperatures typically for 2 h
in an air atmosphere. Heating as well as cooling speed
was 7 �C per minute in all cases.

3.2. Description of the electric measurements

Electric measurements were carried out in Prague at
the Czech Technical University’s Faculty of Electrical
Engineering, Department of Mechanics and Materials
Science, Czech Republic. The electric field was applied
parallel to the spraying direction (i.e., perpendicular to
the substrate surface).
Capacity was measured in the frequency range from

200 Hz to 1 MHz using a programmable LCR-meter
(PM 6306, Fluke, USA). The frequency step was smaller
at lower frequency and progressively larger at higher
one. Applied voltage was 1 V AC; the stabilized electric
source was equipped with a micrometric capacitor as
recommended in the relevant standard [13]. Relative
permittivity er was calculated from measured capacities
and specimen dimensions [14]. This same LCR-meter
(PM 6306) was used for the loss factor measurement.
Loss factor tg � was measured at the same frequencies as
capacity. Electric resistance was measured with a special
adapter—model 6105—to fulfill ASTM recommenda-
tions [15]. The electric field was applied by a regulated
high-voltage supply and the values read by an electro-
meter (617C, Keithley Instruments, USA). Applied vol-
tage was 100�2V DC. Volume resistivity was calculated
from the measured resistance and specimen dimensions
[14]. The values (in the text denoted as ‘‘sample’’) are
from an average of 3–6 specimens.
4. Results and discussion

4.1. CaTiO3

Fig. 1 shows that permittivity of sintered CaTiO3 is
frequency-independent. Fig. 1 also shows that the as-
sprayed sample from a spraying distance of 350 mm
(SD350) has very high relative permittivity at low fre-
quencies less than 200 kHz. The permittivity is strongly
frequency-dependent and it does not drop below the
‘‘sintered value’’. The sample from the spraying distance
of 450 mm (SD450) starts with a relative permittivity of
about 220 at 200 Hz and therefore the permittivity drop
is smaller—but both samples do not have the same value
at 1 MHz. Up to 1 MHz relative permittivity is probably
further less dependent on spraying distance and becomes
the same value as sintered calcium titanate. It indicates
that in the case of as-sprayed deposits plays a role some
polarization mechanism, which is associated with fea-
tures regulated by spraying distance [14]. This mechan-
ism does not disappear completely below 1 MHz.
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The annealing of as-sprayed plasma deposits leads to
the disappearance of relaxation behavior. A sample of
the deposit from SD 350 mm annealed at 500 �C for 2 h
(sample an500 in Fig. 1) preserves a certain relaxation,
which is comparable to an as-sprayed sample from SD
450 mm, but shifted to a lower permittivity in the whole
frequency range. The deposits annealed at 1250 �C for 2
h in air environment (SD350an and SD450an) have
both frequency-independent permittivity as common in
the case of sintered ceramics. This fact is consistent with
expectations that the annealing temperature is very
important. (Please note that the uncertainty is about
15% of the nominal value due to non-parallelity of sur-
faces covered by Al electrodes.)
In Fig. 2, the loss factor dependence on frequency for

as-sprayed and annealed calcium titanate is given. The
most significant is an extremely high loss factor of the
deposit from a spraying distance SD 350 mm. Also the
deposit annealed at 500 �C as well as deposit SD 450 has
abnormally high losses. Annealing of as-sprayed deposits
at higher temperature leads to a decrease of the loss factor,
but there is not a well-pronounced difference between
both SDs and therefore only sample 450an is included.
A combination of permittivity and loss factor indi-

cates that both polarization and conductive losses in
deposits have extremely high values at low frequencies
and it is impossible to suppress conductive losses and
preserve polarization at the spraying process. Plasma
spraying as a very speedy thermal process creates mate-
rials with non-equilibrium structure in which there is
not enough time for diffusion development. An example
of the as-sprayed microstructure can be seen in Fig. 3.
Regarding CaTiO3 neither chemical nor phase chan-

ges were observed after spraying [5,14]. Therefore
probably a feature of grain boundaries, at the present
time not well understood, is allowed to be responsible
for relaxation effects.

4.2. MCT (MgTiO3–CaTiO3)

Results gained on this system are more difficult to
evaluate because of chemical and phase changes intro-
duced into the material by spraying [5,14]. But a more
comprehensive study of the deposit’s annealing was
performed on this material because of its lower melting
point and sintering temperature. Only one spraying dis-
tance SD 400 mm was used.
Fig. 4 shows the dependence of annealed versus the

sintered MCT relative permitivity ratio eps(a)/eps(s) on
annealing temperature in the whole thoroughly studied
frequency range. The annealing temperature is expres-
sed as annealing versus sintering temperatures ratio Ta/
Ts on a horizontal axis. A temperature of 1250 �C is
used here as a sintering temperature of MCT powder,
whereas it is considered to be equal to the melting point
multiplied by the factor 0.75.
It can be seen that an as-sprayed deposit exhibits

relaxation of relative permittivity in a similar manner as
Fig. 2. Loss factor of CaTiO3. As-sprayed (SD), annealed at 500
�C

(an500) and SD 450 annealed at 1250 �C (SD450an).
Fig. 3. Structure as-sprayed CaTiO3. Cross-section, light microscopy,

image width corresponds to 0.36 mm.
Fig. 1. Relative permittivity of CaTiO3. Sintered as-sprayed

(SD+spray distance in mm) and deposits SD annealed at 1250 �C (an).
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previously discussed CaTiO3 perovskite. Annealing at
Ta/Ts=0.6 leads to a rapid decrease of permittivity—it
has the same value as sintered MCT (er=approximately
20) and also as plasma deposit annealed at a sintering
temperature (represented by the curve Ta/Ts=1). An
additional increase of annealing temperature (Ta/
Ts=1.2) preserves this value. Interesting is the fact, that
the permittivity value is stable in the entire frequency
range. In combination with loss factor results (Fig. 5) it
indicates that polarization mechanisms in the deposits
annealed at high temperatures should be the same as in
sintered ceramics and not as in as-sprayed deposits.
Fig. 5 shows loss factor measurement results in the same
temperature and frequency coordinates as relative per-
mittivity. The only difference is that on the vertical axis
the absolute values of the loss factor tg � are given
instead of the ratio. The loss factor of the as-sprayed
deposit is extremely high in the whole range of fre-
quencies. Annealing decreases rapidly the loss factor
value also in the whole range of frequencies.

4.3. Volume resistivity of studied materials and their
implications

Volume resistivity was calculated from the measured
resistance and specimen dimensions. Results are sum-
marized in Table 1. Plasma deposits exhibit volume
resistivity lower by a 4 – 5 order compared with sintered
ceramics. Annealing at 0.6 Ts leads to considerable
increase of resistivity. After annealing at Ts and above it
is possible to make the value comparable with the sin-
tered ceramics or higher.
If this fact is seen in connection with relative permit-

tivity and loss factor results, it could reveal the well-
known fact [16] that conductivity leads to a dielectric
loss, which will, however, become unimportant at very
high frequency. The influence of the Maxwell–Wagner
effect on measured values is described in Ref. [16]. The
Maxwell–Wagner effect is obtaining spurious values of
relative permittivity due to the conductivity of one
component when multi-component material is mea-
sured. As an approximation it is possible to match
together ‘‘static permittivity’’ with the value measured
at 200 Hz in our experiments as well as ‘‘high-frequency
Fig. 4. Relative permittivity of annealed plasma deposit versus sintered MCT ceramics—eps(a)/eps(s) in dependence on annealing temperature

expressed as annealing versus sintering temperature (Ta/Ts) and frequency.
Table 1

Volume resistivity results [�m]
Material
 As-sprayed
 Annealed

at 0.6 Ts
Annealed

at Ts
Annealed

at 1.2 Ts
Sintered
CaTiO3
a
 1.64�107
 n.a.
 1.89�1012
 n.a.
 1.41�1012
MCT
 1.17�107
 3.09�1011
 6.88�1012
 1.58�1013
 7.54�1011
a CaTiO3 is represented by a deposit from a spraying distance of

SD350 mm.
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permittivity’’ with the value measured at 1 MHz. The dis-
persion of conducting spheres (pores in our case) in a non-
conducting matrix (ceramic plasma deposit in our case) is
considered in Ref. [16]. The case of pores filled by non-
conductive versus conductivemedium(dryair versuswater)
has been proved. The water represents the case that water
vapor condensed in voids at deposit cooling. The values in
the first and last column of Table 2 were calculated accord-
ing the two-component dispersion rules described in [16],
but application of other rules like the Lichtenecker
logarithmic formula [7] in principle gives the same
results. The porosity of the deposits used here as water
or air content is based on image analysis results [14].
It can be seen that the values in Table 2 in the rows

‘‘air in pores’’ and ‘‘water in pores’’ are similar to those
for sintered (also annealed) samples but not to those for
as-sprayed. This fact is evident for low as well as for
higher frequencies. Table 2 confirms from the point of
view of the permittivity–frequency relationship the pre-
viously [7] drawn conclusion: there does not exist a
medium filling voids (thereby able to penetrate into
them during plasma spraying), which could be respon-
sible for the whole magnitude of the difference between
permittivity measured on as-sprayed versus sintered
samples. The explanation of them probably must be
looked for in structural features like grain boundaries
arrangement introduced by the plasma spraying process
to the material.
5. Conclusions

It was observed in this paper that plasma-sprayed
titanates exhibit a strong relaxation of permittivity
when they are measured in an as-sprayed state. The loss
factor of as-sprayed deposits has exactly the same char-
acter of frequency dependence as relative permittivity,
i.e. strong decrease with increasing frequency. This
character of losses corresponds with the results found in
literature [8], but the absolute values are much higher in
the studied case of plasma deposits. The frequency
dependence of those properties is impacted by the che-
mical composition and spraying parameters, but the
relaxation character in general is preserved in CaTiO3 as
well as in MgTiO3–CaTiO3 plasma deposits. The
Fig. 5. Loss factor of annealed plasma deposit of MCT ceramics—tg � in dependence on annealing temperature expressed as annealing versus

sintering temperature (Ta/Ts) and frequency.
Table 2

Influence of Maxwell–Wagner effect on relative permittivity of MCT

(MgTiO3–CaTiO3)
MCT
 " (st)a

calculated
" (200 Hz)

measured
" (1 MHz)

measured
" (1)b

calculated
Plasma sprayed
 –
 193
 54
 –
air in pores
 21
 –
 –
 10
water in pores
 21
 –
 –
 21
Sinteredc
 (20)
 21
 19
 (19)
a " (st)—static permittivity.
b " (1)—high-frequency permittivity.
c Sintered powder or annealed plasma sprayed deposit.
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volume resistivity of the samples in an as-sprayed state
is significantly lower than in a sintered state. To obtain
an analogous dielectric response to the weak electric
field, which bulk ceramics have, annealing at 0.6 Ts,
where Ts is sintering temperature, seems to be efficient.
Prospective application makes it possible to anneal
ceramics together with certain metallic parts of electric
circuits. In this way plasma spraying broadens the tech-
nological variability in the field of dielectric ceramics. A
wide-ranging field for further study is open to find main
correspondences between the nature of plasma-sprayed
ceramic parts and their dielectric behavior.
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