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Abstract 
Fast-recovery diodes can exhibit negative differential resistance during reverse recovery which is associated 

with the formation of current filaments triggered by the presence of inhomogeneities along the device. 

Physics concerning the dynamics of current filaments has been widely analyzed in literature through 

numerical simulations. However, a method to clearly identify the elements that dominate on the current 

pattern formation is still not available since filaments can appear also in uniform structures. In this work, a 

novel TCAD approach is provided to suppress the numerical errors due to the discretization of the transport 

equations which allows us to analyze the effects of the junction depth and the presence of different doping 

inhomogeneities in the anode doping profile of large-area diodes. 
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Introduction 
 

 

Fast-Recovery Diodes (FRD) play a fundamental role the 

state-of-the-art power converters. Any active switch 

adopted for power conversion, such as MOSFET, IGBT 

and IGCT requires a complementary free-wheeling FRD 

[1] [2]. The circuit with IGCTs require also clamping 

FRD. All these FRDs have to cope with high dynamic 

stress during the turn-off of inductive load. That is, they 

must be able to safely turn off even with very high dI/dt 

rate and high DC link voltage VDC. During the switching 

process the so-called dynamic avalanche condition 

occurs: the charge carriers extracted from the plasma 

cross the space charge region of a blocking junction  

and increase the effective positive/negative charge hereby 

enhancing the electric field peaks [3]. For this reason, 

the effective breakdown voltage (BV) during the reverse 

recovery transient can be significantly lower than the 

static BV, leading to current instabilities [4] [5] [6]. 

During the reverse recovery, diodes can exhibit a negative 

differential resistance which is correlated with the 

inhomogeneous current density distribution along the 

device [7] [8]. The consequent current filamentation may 

lead to the destruction of the device [9] [10] [11].  

The physical mechanism concerning the pattern formation 

have been successfully analyzed through numerical 

simulations in several works. Even if the non-linear 

dynamics of current filamentation was nicely investigated 

in the previous works, the fundamental origin of the 

instability was not addressed. As it is known, the current  

filaments can be easily caused by the numerical errors in 

the discretization of the transport equations, providing  

the formation of current filaments in perfectly uniform 

structures, as e.g. in [7] [8]. Under such conditions, it 

becomes very difficult to study how the different non-

homogeneities which may arise in a real device contribute 

to the formation of current filaments [12]. In this work,  

a method to suppress the numerical error and to clearly 

distinguish fluctuation due to the discretization of 

transport equation from those coming from a non-

homogeneity in the device is provided and applied to 

4.5kV FRD [13]. 

 

 

TCAD setup 
 

 

Numerical simulations are a useful tool in the analysis of 

current fluctuations in power diodes under reverse 

recovery conditions. It is well known that the presence of 

any kind of non-homogeneity can be the starting point for 

the formation of current filaments. It is then fundamental 

to find a precise TCAD setup minimizing the non-

homogeneous distribution of the numerical errors so as to 

allow for the study of specific physical inhomogeneities 

in the device. 

 

Device used for simulations 

The simulated device is the FRD with a wafer thickness 

of  660µm.   The  effective   device  area  is  in  the  order  
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Fig. 1. Schematic representation of the power diode
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Fig. 2. Test circuit used for reverse recovery simulations. VDC =
2800V , ION = 2500A, L = 325nH , R = R0e−t/τ with R0 =
23Ω and τ = 0.75µs

of 108µm2 regardless of the lateral width Lx of the
structure. Device simulations have been performed by
the drift-diffusion transport equations in two dimensional
(2D) structure under transient condition [14]. The SRH
recombination has been accounted for with lifetimes
equal to τe = τh = 1ms. Avalanche generation (UniBo
impact ionization model), Auger recombination, mobility
doping dependence and carrier-carrier scattering have
been accounted for with default parameters. Default
values of the surface recombination velocities have been
used at the Aluminum/Silicon interfaces. Iso-thermal
conditions have been assumed with a fixed ambient
temperature of T = 413K. A schematic view of the device
is shown in Fig. 1. The circuit used to simulate the
reverse recovery transient is reported in Fig. 2 along
with the corresponding component values corresponding
to real power converter.

Meshing Criteria

In order to limit the current instabilities due to non-
homogeneous meshing of the device, a specific grid has
been created to simulate the FRD under reverse recovery
transient. In this section the criteria adopted to generate
the grid are given. Starting from the uniform diode
we checked that the proposed meshing criteria would
give rise to grids with negligible current fluctuations
as expected when an ideal device is used. The lateral
width of the device is fixed at Lx = 1000µm. A
uniform rectangular grid geometry was chosen because,
differently from a triangular mesh, it reproduces the

Fig. 3. V(t), I(t) for the same device but with different mesh spacing
in the drift region

Fig. 4. 2D contour plot of the simulations with mesh-spacing dy =
25µm at t = 7.41µs showing the presence of cathode-side current
filaments.

homogeneity of the current distribution as shown in
[12]. The grid used to simulate the diode was defined
as follows. A uniform spacing along the x-axis (dx)
is fixed with dx = 25µm. Differently, in the vertical
direction the p-n junction requires to adopt fine grid
spacing close to the p-n junction and near the electrode.
To this purpose the spacing along the y-axis (dy) is 1µm
for all simulations. Different dy in the drift region have
then been tested. In Fig. 3, the simulated voltage and
current curves for the FRD in reverse recovery conditions
are reported for different vertical grid space. The V(t)
curves of structures with larger dy (10µm and 25µm)
show significant voltage overshoots, which correspond
to the presence a of moving anode filaments and static
cathode-side filament in the middle of the device as
shown in Fig. 4. In the case of shorter dy, smooth and
regular curves were observed for both dy = 5µm and
dy = 2.5µm. However, by monitoring the maximum
current contribution to current density in the x-direction
during reverse recovery, which should be ideally zero
due to the uniformity of the p-n junction, a significantly
higher contribution was found for dy > 2.5µm as shown
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Fig. 5. Maximum value of the current density x-component as function
of time. (a) max(Jx) corresponding to simulations of Fig. 3. (b) both
simulations have dy = 2.5µm in the drift region. Black solid line:
with refinement (dy = 1µm) at the p-n junction and at the contact.
Magenta dashed line: with dy = 2.5µm everywhere.

Fig. 6. (a) Anode doping profile with different junction depth (yJ ).
(b) Maximum value of Jx as function of time.

in Fig. 5(a). This led to the choice of the best dy in the
drift region, which gives a numerical error on the current
fluctuations comparable to the case of a uniform grid as
shown in Fig. 5(b). In conclusion, the most suitable setup
for the reverse recovery simulations of power diodes
consists of a uniform rectangular grid with spacing along
the y-axis small enough to suppress as much as possible
what needs to be checked by monitoring the x-component
of the current density.

Factors enhancing the generation of current
filaments

With the setup described above, we will further in-
vestigate three different factors that can cause pattern
formations.

Anode doping profile

Simulations of the FRD with different anode doping
profiles have been carried out as shown in Fig. 6 (a).
The depth of the p-n junction, yJ , has been chosen so
as to have the same static breakdown conditions due
to the punch through, but, viceversa, to strongly affect
the electric field peak at the p-n junction leading to a
larger impact ionization in dynamic conditions. This is

Fig. 7. V(t) reverse recovery curves of diode with the doping profile
shown in Fig. 6(a).Inset: zoomed curves in the time range from 7.5 to
10us.

Fig. 8. 2D contour plot of the diode with the 50µm deep p-base from
Fig. 6(a) at t = 8.65µs showing the presence of anode-side current
filaments.

Fig. 9. (a) V(t) curves of the diode with 50µm deep anode doping
profile and different lateral width Lx (b) Maximum value of Jx
corresponding to simulations shown in (a).

clearly shown in Fig. 6 (b) where the Jx fluctuations are
compared for the different yJ . No significant fluctuations
are observed for yj ≥ 95µm. On the contrary, there
is no way to suppress current fluctuations for lower yj ,
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even if the device is ideally uniform. This gives rise to
current filaments occurring in the time range from 7.5
and 10 µs, as shown in Figs. 7 and 8. By using this kind
of simulations, the smallest value of yj providing high
ruggedness to dynamic turn-off can be extracted.

Lateral width of the simulated device

It is known form literature [15] that instabilities can eas-
ily develop into current filaments if the device has large
lateral dimension Lx. This can be shown by performing
simulations of the same diode but with different Lx. In
Fig. 9(a), simulations of three diodes with yJ = 50µm
and lateral lengths Lx = 1000, 5000 and 10000µm are
compared. The shortest one corresponds to the reference
diode used in the analysis of the anode doping profile
which gives rise to the anode current filament shown in
Fig. 8. The comparison of the V(t) curves shows, that
the significant voltage peaks in the V(t) of the diodes
with larger Lx (Fig. 9(a)) correspond to the sudden
increases of Jx (Fig. 9(b)) manifested by the formation
of a cathode-side filament in addition to the anode-side
one (not shown). This result is in good agreement with
expected theoretical results and experimental evidence as
well.

Doping Fluctuations

Small doping inhomogeneities in the anode profile,
which are common in all power diodes [16], are sus-
picious to play a role in the onset of current instabilities.
In order to investigate the effect of such non-uniformities
on the generation of current filaments, a single doping
inhomogeneity has been added in the middle of the diode
structure with yJ = 95µm and Lx = 1000µm, which
is one of the stable structures in Fig. 6. The lateral
extension of the inhomogeneity was fixed to 100µm,
while different possible profile shapes of a potential non-
uniformity have been tested as shown in Fig. 10 (a). The
corresponding magnitudes of the maximum Jx reported
in Fig. 10 (b) clearly show that the worst case is given
by the doping profiles with locally lowered concentration
(B1 and B2) contrary to the increased one (A1 and A2).
Even if no filaments were generated by such fluctuations,
a larger instability with respect to the homogeneous
reference case is found, which might be the cause of
the onset of instability, if other factors promoting the
instabilities discussed above take place.

Conclusion

In this work, a method to suppress the numerical error
in reverse recovery simulations of power diodes has
been provided to precisely analyze the formation of
current filaments through TCAD simulations. Analysis
of current fluctuations along the lateral direction shows
that a rectangular mesh with uniform spacing along the
x and y axis is the most suitable one to prevent the
formation of current filaments in a uniform structure.
Such method has been applied to study the factors

Fig. 10. (a) Vertical doping profile with small inhomogeneities (A1,
A2, B1, B2) magnified in the inset (b). Maximum value of Jx
corresponding to the simulations shown in (a).

that enhance the probability of filaments generation. A
criterion to find the smallest value of the junction depth
that provides a high dynamic ruggedness has been de-
scribed. Theoretical predictions about the role of lateral
dimension are confirmed by simulations performed with
different values of Lx. In addition, the effects of different
doping inhomogeneities has been considered showing
how region with locally lower doping concentration are
more susceptible to current instabilities. The proposed
approach is a solid starting point for a rigorous analysis
of the impact of different inhomogeneities, which may
appear especially in the real large-area high-voltage fast
recovery diode, hereby providing a useful tool for further
enhancement of their ruggedness and reliability.
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